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1. Which heat treatment process affects the strength,
toughness and ductility of steel? | ವ ಖ  (ೕ
ೕಂ) ಪಯು ಉನ ಶ, ಗತನ ಮತು ಡ ೕ
ಪಮ ೕರುತ?

A) Tempering | ಂಪಂ B) Hardening | ಡಂ
(Correct)

C) Annealing | ಅೕಂ D) Normalising |
ಮೖಂ

2. What is the purpose of annealing? | ಅಂ ಡುವ
ಉಶೕನು?

A) To soften the steel |
ಉಕನು (ೕ) ಮೃದುೂಸಲು
(Correct)

B) To add cutting ability |
ಕತಸುವ ಮಥವನು ೕಸಲು

C) To increase wear
resistance | ಸತ
ಪೂೕಧವನು ಸಲು

D) To refine the grain
structure of the steel | ಉನ
ನ (ೕ ೕ) ರಚಯನು
ಸಂಸಸಲು

3. Which process refines the structure of steel component? |
ೕ ಂಂನ ರಚಯನು ವ ಪಯು ಸಂಸಸುತ?

A) Tempering | ಂಪಂ B) Annealing | ಅೕಂ

C) Hardening | ಡಂ D) Normalising |
ಮೖಂ (Correct)

4. What is used to achieve faster rate of cooling in the
quenching process? | ಂ ಪಯ ೕಗ
ತಂಸುಯನು ಸಲು ಏನು ಬಳಸಗುತ?

A) Oil | ೖಲ B) Air | 

C) Water | ೕರು D) Brine solution |
ಉೕನ ವಣ (Correct)

5. What is the purpose of normalising? | ಮೖನ
ಉಶೕನು?

A) For adding cutting ability |
ಕತಸುವ ಮಥವನು
ೕಸುದ (Incorrect)

B) For developing high
hardness | ನ ಗಡಸುತನವನು
ಅವೃಪಸುದ

C) To increase wear
resistance | ಸತ
ಪೂೕಧವನು ಸಲು

D) To remove stress and
strain |  ಮತು ೖ
ದುಕಲು

6. What is the effect of tempering on cutting tool? | ಕತಸುವ
ಉಪಕರಣದ (ಕಂ ಟೂ) ೕ ಹದೂಸುಯ (ಂಪಂ)
ಪಮೕನು?

A) Regulates the toughness
| ತವನು ಯಂಸುತ
(Correct)

B) Increases the hardness |
ಗಡಸುತನವನು ಸುತ

C) Increases the ductility |
ಡ ಸುತ

D) Improves the
machinability | ಮ
ಸುಸುತ

7. Which structure of steel contain 0% carbon? | ೕನ ವ
ರಚಯು 0% ಇಂಲವನು (ಬ) ೂಂರುತ?

A) Ferrite | ೖ (Correct) B) Pearlite | ಪೖ
C) Austenite | ಆೖ D) Cementite | ಂೖ

8. Which heat treatment process improves the machinability
and ductility of the material? | ವ ೕ ೕಂ ಸ
ಮೕಯಲ ಮೕನ ಮತು ಡಯನು ಸುಸುತ?

A) Annealing | ಅೕಂ B) Hardening | ಡಂ

C) Tempering | ಂಪಂ D) Normalizing |
ಮೖಂ (Incorrect)

9. Which process is adapted to add cutting ability and wear
resistance on steel? | ಕಂ ಮಥವನು ೕಸಲು ಮತು ಉನ
(ೕ) ೕ ಸತ ಪೂೕಧವನು ಡಲು ವ ಪಯನು
ಅಳವಸ?

A) Tempering | ಂಪಂ B) Annealing | ಅೕಂ
C) Normalising |
ಮೖಂ

D) Hardening | ಡಂ
(Correct)

10. Which material is soft and ductile but relatively weak? |
ವ ವಸು ಮೃದು ಮತು ಡೖ ಆರುತ ಆದ ತುಲತಕ
ದುಬಲರುತ?

A) Ferrite | ೖ (Correct) B) Cementite | ಂೖ

C) Pearlite | ಪೖ D) Hypereutectoid |
ೖಪಯು
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