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1. Which metal property is beneficial for melting? | ೂೕಹದ
ವ ಗುಣ ಕರಗು ಪಜನ?

A) Specific gravity | ಷ
ಗುರುಕಷ B) Conductivity | ಹಕ

C) Fusibility |  D) Structure | ಸಕ 

2. Which mechanical property of metal extends in all
directions without rupturing during hammering? | ೂೕಹದ
ವ ಂಕ ಗುಣ ಮಂ ಸಮಯದ ದಗ ಎ
ಕುಗಳಯೂ ಸಸುತ?

A) Malleability | ಮೃದುತ B) Elasticity | ಎ
C) Ductility | ಡ D) Fusibility | 

3. Which part of the universal surface gauge holds the
scriber? | ಯುವಸ ಸ ೕನ ವ ಗ ೖಬ ಅನು
ೂೕ ಡುತ?

A) Fine adjustment screw |
ೖ ಅಡಸಂ ೕ B) Snug | ಸ

C) Rocker arm | ಕ ಆಮ D) Guide pin | ೖ 

4. What is the use of adjustable parallel blocks? | ಅಡಸಬ
ರಲ ಕಳ ಬಳ ಏನು?

A) To set the curved job |
ಕ  ೂಂಸಲು

B) To hold the irregular
shape of job | ಇಗುಲ
ೕ  ಡಲು

C) To set an angular job |
ಅಂಗುಲ ಬಳನು ೂಂಸಲು

D) To adjust and set different
heights | ಧ ಎತರಗಳನು
ೂಂಸಲು ಮತು ಸಪಸಲು

5. What is the accuracy of a metric outside micrometer? |
 ಔ ೖ ೖೂೕಟನ ಆಕು ಏನು?

A) 0.001 mm B) 0.01 mm
C) 0.002 mm D) 0.02 mm

6. Which material is used to make drill chuck? |  ಚ
ತಸಲು ವ ೕಯ ಬಳಸಗುತ?

A) High speed steel | ೖ ೕ
ೕ

B) Special alloy steel | ಷ
ಅ ೕ

C) Mild steel | ೖ ೕ D) High carbon steel | ೖ
ಬ ೕ

7. Which part of micrometer ensures uniform pressure
between the measuring surfaces? | ೖೂೕಟನ ವ
ಗ ಅಯುವ ೕೖಗಳ ನಡು ಏಕರೂಪದ ಒತಡವನು
ೂಸುತ?

A) Ratchet stop |   B) Thimble | ೦ಬ

C) Spindle | ಂಡ D) Barrel / sleeve |  /
ೕ

8. Which type of “V” block is shown in the figure? | ತದ
ವ ೕಯ �V�  ಅನು ೂೕಸ?

A) Double level single
groove | ಡಬ ವ ಂಗ
ಗೂ �V� 

B) Single level single groove |
ಂಗ ಲ ಂಗ ಗೂ

C) Double level double
groove | ಡಬ ವ ಡಬ
ಗೂ

D) Single level double
groove | ಂಗ ವ ಡಬ
ಗೂ

9. Which part of an universal surface gauge is used to set
scriber exactly at the required position? | ೖಬ ಅನು
ಅಗತರುವ ನದ ಖರ ೂಂಸಲು ಯೂವಸ ಸೕ
ೕನ ವ ಗವನು ಬಳಸಗುತ?

A) Snug | ಸ B) Fine adjustment screw |
ೖ ಅಡಸಂ ೕ

C) Guide pin | ೖ  D) Rocker arm | ಕ ಆಮ

10. Which material is used to manufacture Grade ‘A’ ‘V’
blocks? | ‘ಎ’ ದಯ ‘’ ಗಳನು ತಸಲು ವ
ವಸುವನು ಬಳಸಗುತ?

A) Tool steel | ಟೂ ೕ B) High quality steel | ಉತಮ
ಗುಣಮಟದ ೕ



C) Carbon steel | ಬ
ೕ

D) Closely grained cast iron |
ೂೕಸ ೕ  ಐರ

11. What type of operation is carried out in a gang drilling
machine? | ಂ ಂ ಯಂತದ ವ ೕಯ
ಚರಯನು ನಸಗುತ?

A) Successive operation of
drilling | ಅನುಕಮದ ಂ
ಯ

B) Idle operation | ಯ
ಚರ

C) Repeated operation of
drilling | ಂ ನವತ
ಚರ

D) Continuous milling
operation | ರಂತರ ಂ
ಯ

12. What is the drill size for tapping M10X1.5 mm? | M10X1.5
mm ಅನು  ಡಲು  ತ (ೖ )ಎಷು ?

A) 8.5 mm B) 9.2 mm
C) 8.8 mm D) 9 mm

13. Why slots are provided in the slotted angle plate? |
ೕ ಆಂಗ ೕನ ಗಳನು ಏ ಒದಸ?

A) For job clamping |
ವಸುಗಳನು ಡಲು

B) For reducing the weight |
ತೂಕ ಕಡಲು

C) For easy handling | ಸುಲಭ
ವಹ

D) For better appearance |
ಸುಂದರ ಣಲು

14. Why surface plates are made of up of stress-relieved,
good quality cast iron? | ಒತಡ-ರಕ, ಉತಮ ಗುಣಮಟದ 
ಐರಂದ ಸ ೕ ಏ ತಸಗುತ?

A) To prevent distortion |
ಸೃತೂಳುವದನು ತಗಟಲು

B) To prevent corrosion |
ತುಕು ಯುದನು ತಗಟಲು

C) To prevent breaking |
ತುಂಗುವದನು ತಗಟಲು

D) To prevent thermal
expansion | ಉಷ ಸರಯನು
ತಯಲು

15. What will be the effect if the metal reaches the melting
temperature? | ೂೕಹ ಕರಗುವ ಪನವನು ತಲುದ ಏನು
ಪಮ ೕರುತ?

A) Change in specific gravity
| ಷ ಗುರುಕಷಯ
ಬದವ

B) Change in pressure |
ಒತಡದ ಬದವ

C) Change in weight |
ತೂಕದ ಬದವ

D) Change in shape |
ಆರದ ಬದವ

16. What is the name of the part marked as ‘X’ shown in the
figure? | ತದ ೂೕರುವ �X� ಎಂದು ಗುರುಸದ ಗದ
ಸೕನು?

A) Depth gauge and stop |
ಪ ೕ ಮತು 

B) Feed handle | ೕ
ಂಡ

C) Drill chuck |  ಚ D) Driving motor | ಂ
ೕ

17. Which metal cutting saw is used for cutting different
profiles? | ಧ ೖಲಳನು ಕತಸಲು ವ ೂೕಹದ ಕತಸುವ
ಗರಗಸವನು ಬಳಸಗುತ?

A) Circular saw | ಸಕುಲ  B) Power saw | ಪವ 
C) Horizontal band saw |
ಂಟ ಂ 

D) Contour band saw |
ಂಟೂ ಂ 

18. What is the name of the part marked as ‘X’ shown in the
figure? | ತದ ೂೕರುವ �X� ಎಂದು ಗುರುಸದ ಗದ
ಸೕನು?

A) Spindle | ಂಡ B) Spindle lock | ಂಡ 
C) Thimble | ಂಬ D) Sleeve | ೕ

19. What is the name of the part marked as �X� shown in the
figure? | ತದ ೂೕರುವ �X� ಎಂದು ಗುರುಸದ ಗದ
ಸೕನು?



A) Spindle lock | ಂಡ  B) Thimble | ಂಬ
C) Spindle | ಂಡ D) Anvil | ಆ

20. What is the name of the part marked as ‘X’ shown in the
figure? | ತದ ೂೕರುವ �X� ಎಂದು ಗುರುಸದ ಗದ
ಸೕನು?

A) Fine adjusting slide | ೖ
ಅಡಂ ೖ B) Main scale | ೕ ೕ

C) Fine adjusting nut | ೖ
ಅಡಸಂ ನ D) Beam | ೕ

21. Which marking media is applied in rough forgings and
castings? | ರ ೕಂಗಳು ಮತು ಂಗಳ ವ
ಂ ೕ ಹಚ ಗುತ ?

A) Cellulose lacquer |
ಲುೂೕ ಕ

B) Copper sulphate | ಮದ
ಸೕ

C) White wash | ೖ  D) Prussian blue | ಯ
ಬೂ

22. What is the main advantage of adjustable parallel block? |
ಅಡಸಬ ರಲ  ಮುಖ ಪಜನೕನು?

A) To set different angle |
ನ ೂೕನವನು ೂಂಸಲು

B) To set different height |
ನ ಎತರವನು ೂಂಸಲು

C) To set different length |
ನ ಉದವನು ೂಂಸಲು

D) To set different depth |
ನ ಆಳವನು ೂಂಸಲು

23. What is the reading of vernier caliper with inch
graduations shown in the figure? | ತದ ೂೕರುವ ಇಂನ
ವಯ ಪನ ೕಂ ಏನು?

A) 1.418� B) 1.459�
C) 1.409� D) 1.068�

24. How can a wide range of depth be measured using a
depth micrometer? |  ೖೂೕಟ ಅನು ಬಳೂಂಡು
ಪಕ ೕಯ ಆಳವನು ೕ ಅಯಬಹುದು?

A) Adjustable base |
ಅಡೕಬ ೕ

B) Use of extension rods |
ಸರ (ಎನ ) ಡಳ ಬಳ

C) Lengthy spindle | ಉದದ
ಂಡ

D) Lengthy sleeve | ಉದದ
ೕ

25. Why are ribs provided in the angle plate? | ಆಂಗ ೕಟ
ಬ ಳನು ಏ ಒದಸ?

A) Provides squareness |
ೕ ಒದಸಲು

B) Prevents distortion |
ರೂಪವನು ತಯುತ

C) Provides flatness | ಸಮತಲ
ಒದಸಲು

D) Supports the machined
surface | ೕ ಸೕ
ಸೕ ಡಲು

26. What is the name of the part marked as �X� in vernier
caliper shown in the figure? | ತದ ೂೕರುವ ವಯ
ಪನ �X� ಎಂದು ಗುರುಸದ ಗದ ಸೕನು?

A) Fixed jaw |   B) Depth bar |  
C) Beam | ೕ D) Thumb lever | ಥಂ ವ

27. What is the name of the drilling machine shown in the
figure? | ತದ ೂೕರುವ ಂ ಮ ನ ಸೕನು?



A) Pillar drilling machine |
ಲ ಂ ಮ

B) Radial drilling machine |
ಯ ಂ ಮ

C) Gang drilling machine |
ಂ ೕಂ ಮೕ

D) Bench drilling machine |
ಂ ಂ ಮ

28. Which mechanical property of metal has the ability to
withstand wear and abrasion? | ೂೕಹದ ವ ಂಕ ಗುಣ
ಸತ ಮತು ಸತವನು ತದುೂಳುವ ಮಥವನು ೂಂ?

A) Malleability | ಮೃದುತ B) Hardness | ಗಡಸುತನ
C) Brittleness | ಸೂ D) Toughness | ಗತನ

29. Which metal property can resist the effect of tensile
forces without any rupture? | ಕಷಕ ಶಗಳ ಪಮವನು
ೕ ದಲ ಪೂೕಸುವ ೂೕಹದ ಗುಣ ದು?

A) Ductility | ನಮ ಗುಣ B) Tenacity | ಗುಟುತಣ
C) Elasticity | ಎ ಗುಣ D) Malleability | ಮೃದುತ ಗುಣ

30. What is the spindle movement of one division of thimble
with spindle thread of 0.5mm pitch? | 0.5mm ನ ಂಡ
ೂಂ ಂಬ ಒಂದು ಗದ ಂಡ ಚಲ ಎಷು ?

A) 0.001 mm B) 0.02 mm
C) 0.5 mm D) 0.01 mm

31. Which metal cutting saw is used to cut large cross section
area? | ಲ ವೃದ ಗವನು ಕತಸಲು ವ ಕಂಗ 
ಬಳಸಗುತ?

A) Contour saw | ಂಟೂ
 B) Power saw | ಪವ 

C) Circular saw | ಸಕುಲ  D) Horizontal band saw |
ಂಟ ಂ 

32. Identify the type of drilling machine whose spindle head
is moved towards or away from the column. | ಂಡ  ಅನು
ಲನ ಕ ಅಥ ದೂರ ಸದ ಂ ಯಂತದ ಪರವನು
(ೖ) ಗುರು.

A) Sensitive bench drilling
machine | ಸೂದ ಂ
ಂ ಮ

B) Gang drilling machine |
ಂ ಂ ಮ

C) Pillar drilling machine |
ಲ ಂ ಮ

D) Radial drilling machine |
ಯ ಂ ಮ

33. Which is an integral part of the stock in vernier bevel
protractor? | ಯ  ಕನ ನ ಅಜ
ಗ ದು?

A) Disc |  B) Main scale | ೕ ೕ
C) Dial | ಡಯ D) Blade | ೕ

34. Why heavy ribs are provided at the bottom of the surface
plate? | ಸ ೕಟ ಳಗದ ರದ  ಗಳನು ಏ
ಒದಸಗುತ?

A) To provide rigidity |
ತವನು ಒದಸಲು

B) To increase the weight |
ತೂಕ ಸಲು

C) For appearance |
ೂೕಟ

D) For dimensional accuracy
| ನ ಅಕು

35. What is the reading of the vernier bevel protractor shown
in the figure? | ತದ ೂೕರುವ ವಯ 
ಕನ ೕಂ ಏನು?

A) 58° 50� B) 41° 50�
C) 18° 50� D) 50° 50�

36. Which material property returns to its original shape after
the withdrawal of applied force? | ಅೖ ೕ ಡುಗ
ದ ನಂತರ ವ ವಸುನ ಗುಣ ಅದರ ಮೂಲ ಆರ
ಮರಳುತ?

A) Toughness | ಗತನ B) Hardness | ಗಡಸುತನ
C) Plasticity |  D) Elasticity | ಎ

37. What is the name of the parallel block shown in the
figure? | ತದ ೂೕರುವ ಸಂತರ (ರ) ನ
ಸೕನು?



A) Angular parallel block |
ಸಂತರ ೂೕಯ 

B) Adjustable parallel block |
ೂಂಸಬಹುದ ಸಂತರ


C) Solid parallel block | ಘನ
ಸಂತರ (ರ) 

D) Tenon parallel block |
 ಸಂತರ 

38. Which metal property can be drawn into the wire without
any rupture? | ೕ ದಲ ತಂಳ ಎಯಬಹುದ
ೂೕಹದ ಗುಣ ದು?

A) Ductility | ನಮ ಗುಣ B) Malleability | ಮೃದುತ ಗುಣ
C) Elasticity | ಎ ಗುಣ D) Tenacity | ಗುಟುತಣ

39. Which metal is a good conductor of heat and electricity? |
ವ ೂೕಹ ಖ ಮತು ದುಚಯ ಉತಮ ಹಕ?

A) Cast iron |  ಐರ B) Mild steel | ೖ ೕ
C) Copper | ಪ D) Wrought iron |  ಐರ

40. Which metal property permits no permanent distortion
on before breaking? | ವ ೂೕಹದ ಗುಣ ಒಯುವ ದಲು
ಶತ ಅಸಷಯನು ಅನುಮಸುಲ ?

A) Toughness | ದೃಡ B) Hardness | ಗಡಸುತನ
C) Tenacity | ಗುಟತನ D) Brittleness | ದುಬಲ

41. Which part of the drilling machine is used to achieve set a
different speed? | ನ ೕಗವನು ೂಂಸಲು ಂ ಮನ
ವ ಗವನು ಬಳಸಗುತ?

A) Stepped pulley |   B) Fast and loose pulley |
 ಮತು ಲೂ 

C) Flat pulley |   D) Jockey pulley | ೕ 

42. What is the name of the metal-cutting saws shown in the
figure? | ತದ ೂೕರುವ ೂೕಹ ಕತಸುವ ಗರಗಸಗಳ ಸೕನು?

A) Circular saw | ಸಕುಲ  B) Power saw | ಪವ 
C) Horizontal band - saw |
ಂಟ ಂ 

D) Contour saw | ಂಟೂ
ಂ 

43. What is the reading of the outside micrometer 50mm to
75mm shown in the figure? | ತದ ೂೕರುವ ಔ ೖ
ೖೂೕಟ 50mm ಂದ 75mm ೕಂ ಏನು?

A) 63.36 mm B) 63.63 mm
C) 63.00 mm D) 63.13 mm

44. What is the specific gravity for aluminium? |
ಅಲೂಯಂ ಷ ಗುರುಕಷ ಏನು

A) 8.5 kg/cm³ B) 2.7 kg/cm³
C) 9 kg/cm³ D) 2.6 kg/cm³

45. In which situation the zero setting of a digital vernier
caliper is necessary? | ವ ಪಯ ಟ ವಯ
ಪನ ಶೂನ ಂ ಅಗತ ೕಕು?

A) When jaws touch together
|  ಒ ಸಗ

B) While turning off the
vernier caliper | ವಯ
ಪ ಆ ಆರುಗ

C) While removing the
battery from caliper |
ಪಂದ ಟಯನು
ದುಕುಗ

D) When jaws are separated |
 ೕಪಗ

46. Which metal property can with stand shock or impact? |
ವ ೂೕಹದ ಗುಣ ಆತ ಅಥ ಪವಂದ ಲಬಲದು?

A) Tenacity | ಗುಟತನ B) Hardness | ಗಡಸುತನ
C) Brittleness | ದುಬಲ D) Toughness | ದೃಡ
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